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NOTES: 

(1). Specimen is cut from the smooth area of finished product. 

Yield elongation is calculated using a gauge length of 33 mm. 

    Break elongation is calculated using a gauge length of 50 mm. 

All values are Minimum average value unless otherwise specified. 

 
This specification is intended as guides only and is not intended as a warranty or guarantee. Huikwang Corporation 
assumes no liability in connection with the use of this information. Huikwang Corporation reserves the right to change the 
specification contained herein without notice.  
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Properties Test Method Specification 

Thickness, mm  
Nominal value 

Lowest individual value  
ASTM D5199 

 
4.0 
3.6 

Density, g/cm3 ,minimum ASTM D792 0.94 

Tensile Properties:(1) 
 

1.Strength at Yield, MPa 
2.Strength at Break, MPa 
3.Elongation at Yield, ﹪ 
4.Elongation at Break, ﹪ 

ASTM D6693 
Type IV specimen 
 
 
 
 

 
 

18 
30 
12 
700 

Stress Crack Resistance, hrs  ASTM D5397 
(Appendix） 

500 

Carbon Black Content, ﹪ ASTM D4218 2-3 


